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ABSTRACT
The detection of Néel vector switching in a single-layer A-type antiferromagnet marks an important step toward functional
two-dimensional spintronics. Here, Cr2S3-2D, grown on graphene on Ir(110), is established as a first single-layer A-type
antiferromagnet. Spin-polarized scanning tunneling microscopy reveals hysteresis loops with a large switching field and a
pronounced dependence on island size. X-ray magnetic circular dichroism at the Cr L2,3 edges exhibits a tiny signal with a linear
magnetic field dependence, consistent with an antiferromagnetic ground state with an estimated net moment below 10−2𝜇B per
Cr and a Néel temperature of about 160 K. Quantitative analysis of the island-size dependence of the switching field, together with
first-principles calculations, indicates a slight imbalance between the magnetic moments of the two Cr planes of Cr2S3-2D when
supported on a substrate. This imbalance results in a net magnetization for the A-type antiferromagnet, which enables the 180◦

rotation of the Néel vector. Moreover, Cr2S3-2D retains its magnetic properties after several days of exposure to air.
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Introduction

ntiferromagnets (AFs) are emerging as key building blocks for
pintronics because they produce no stray field, are robust against
xternal perturbations, and allow ultrafast spin dynamics with
he possibility of efficient electrical and optical control [1–3]. An
mportant aspect of spintronics with AFs is the ability to manip-
late and switch the Néel vector, which enables active control
f antiferromagnetic order [4, 5]. Extending these advantages
o two-dimensional (2D) materials is particularly appealing, as
his promises ultrathin, high-density spintronic elements and
ew regimes of low-dimensionalmagnetism [6–8]. In single-layer
Fs, zigzag and stripy orders have been identified [9–11], but
his is an open access article under the terms of the Creative Commons Attribution Licen
riginal work is properly cited.
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A-type antiferromagnetic order (Figure 1a)—where ferromag-
netic spin layers are antiferromagnetically coupled, providing a
layer-resolvedNéel vector formore direct control—has so far only
been observed in bilayer van der Waals systems, such as CrI3 [12]
and CrSBr [13].

To realize a true single-layer A-type AF, we consider the ver-
satile material class of chromium chalcogenides. For example,
metastable 1𝑇-CrTe2 has emerged as a van der Waals crystal with
room-temperature ferromagnetism [14], whereas in the single-
layer limit it is a zigzag AF with Néel temperature 𝑇N ≈ 140 K [10,
15]. In thermodynamic equilibrium, CrTe3 is the only chromium
chalcogenide van der Waals crystal [16, 17]. The overwhelming
se, which permits use, distribution and reproduction in any medium, provided the
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FIGURE 1 SP-STM of single-layer Cr2S3-2D. (a) Top and side view ball models of single-layer Cr2S3-2D with the two Cr planes labeled Crtop and
Crbottom. Spins (red arrows) are attached to the Cr atoms in the side view symbolizing A-type AF order. The Néel vector (L) is indicated. Yellow balls: S;
blue balls: Cr. (b) STM overview topograph (𝑉b = 1 V, 𝐼t = 20 pA, 50 nm × 50 nm) of a Cr2S3-2D island on Gr/Ir(110). (c) Atomically resolved SP-STM
topograph (𝑉b = 100mV, 𝐼t = 1 nA, 10 nm × 10 nm) of Cr2S3-2D recorded with an out-of-plane field of 𝐵⟂ = 1 T. (d) d𝐼∕d𝑉 map of Cr2S3-2D recorded
simultaneously with (c). The magnetic contrast of tip was checked independently on a reference sample (Figure S2). The inset shows the fast Fourier
transform of the d𝐼∕d𝑉map. (e) d𝐼∕d𝑉maps (𝑉b = 100mV, 𝐼t = 1 nA, 4 nm× 4 nm) recorded at out-of-plane fields as indicated. (f) Average d𝐼∕d𝑉 value
as a function of the magnetic field. Each data point is the average over a d𝐼∕d𝑉map as in (e). All maps are taken from exactly the same area. (g) Average
d𝐼∕d𝑉 extracted from d𝐼∕d𝑉 maps taken on a Co island on Cu(111) as a function of magnetic field. The inset shows the d𝐼∕d𝑉 map (𝑉b = −300 mV,
𝐼t = 1 nA, 15 nm × 15 nm) of the Co island on Cu(111), black rectangle shows where data is acquired. (h) De-convoluted field-dependent d𝐼∕d𝑉 response
of the Cr2S3-2D, achieved by subtracting the tip contribution established in (g) from (f).
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ajority of chromium chalcogenide compounds are covalently
onded [17–19]. Therefore, it is not surprising that in recent
ears several chromium chalcogenide compounds have been
ynthesized as fully covalently bonded ultrathin films or even 2D
aterials of single unit cell thickness [15, 20–22].

ere, we focus on one of these covalently bonded 2D materials,
amely Cr2S3-2D, whose structure was recently described [22]
nd which does not exist in bulk. It can be pictured as five
ertically stacked hexagonal planes in a sequence of S–Cr–S–
r–S as shown in Figure 1a. Each Cr

3+ ion in Cr2S3-2D is
ctahedrally coordinated by six S ions with average charge state
−. Since Cr2S3-2D is different in structure from bulk Cr2S3, to
void confusion, we append “-2D” to its chemical formula. A
omparison of structure and magnetic order for Cr2S3-2D and
bulk is provided in Figure S1.

ensity functional theory (DFT) calculations forCr2S3-2D invari-
bly predict ferromagnetic ordering within each Cr plane [22–25]
of 9
dominated by in-plane superexchange with S–Cr–S bond angles
close to 90◦. For coupling between the planes, the picture is more
complex, and both direct-exchange-favoring antiferromagnetic
coupling and super-exchange Cr–S–Cr paths favoring ferro-
magnetic or antiferromagnetic coupling are present [24]. This
ambiguity is reflected in DFT calculations, where the interplane
coupling changes from antiferromagnetic to ferromagnetic when
the Hubbard 𝑈 parameter exceeds ≈ 2 eV [22, 24]. Thus, based
on DFT, Cr2S3 can be assumed to be an A-type AF (small
𝑈) or a ferromagnet (large 𝑈). The latter is assumed by most
authors [23–25].

Recently, two A-type AFs of the NiAs-type crystal struc-
ture family have been identified as altermagnets [3, 26],
namely CrSb [27] and MnTe [28]. If Cr2S3-2D, which is
the ultimately thin NiAs-type 2D material, could be estab-
lished as A-type AF, exploring low-dimensional altermag-
netism and its associated transport phenomena would become
accessible.
Advanced Materials, 2026
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ere, by combining spin-polarized scanning tunneling
icroscopy (SP-STM) with x-ray magnetic circular dichroism
XMCD) measurements on Cr2S3-2D, we encounter an apparent
aradox. While seemingly ferromagnetic hysteresis loops with
witching fields of several tesla are observed by SP-STM, XMCD
roves a negligible magnetic moment of the Cr atoms, implying
ntiferromagnetic order. The puzzle is solved by realizing that
witching characterized by a 180◦ rotation of the Néel vector is
nabled by a small uncompensated moment, which arises from
he interaction with the substrate.

Results and Discussion

.1 Hysteresis Loops on 𝐂𝐫𝟐𝐒𝟑-2D Islands

o investigate the magnetic properties of Cr2S3-2D, we obtained
t 4.2 K atomically and spin-resolved STM images together with
𝐼∕d𝑉 maps of a Cr2S3-2D island, as shown in Figure 1b–e. Both
he SP-STM topograph (Figure 1c) and the corresponding d𝐼∕d𝑉

ap (Figure 1d) obtained at an out-of-plane field of 1 T reveal the
exagonal lattice of Cr2S3-2D with a lattice constant of 0.340 nm,
uperimposed on the moiré pattern of the underlying Gr/Ir(110)
ubstrate (visible as horizontal bright lines in Figure 1c,d).
lthough at the bias of 𝑉b = 100mV a magnetic field-dependent
hange in the d𝐼∕d𝑉 signal is observed (see Figure S3), no
dditional superstructure or magnetic superlattice is detected, as
onfirmed by the fast Fourier transform of the d𝐼∕d𝑉map shown
n the inset of Figure 1d.

owever, when the magnetic field is varied, the overall signal of
he d𝐼∕d𝑉 maps displays a slight change in contrast (Figure 1e).
o systematically probe this behavior, d𝐼∕d𝑉 maps are acquired
ver a magnetic field ranging between +6 T and −6 T. To obtain
sufficient signal-to-noise ratio, their d𝐼∕d𝑉 value is averaged
n an area of 16 nm2 and plotted as a function of magnetic field
n Figure 1f. The field-dependent d𝐼∕d𝑉 values show a butterfly-
haped hysteresis, with a quasi-linear response and symmetrical
brupt jumps at ±4 T.

n SP-STM, the d𝐼∕d𝑉 signal depends on the spin polarization
f both the STM tip and the sample’s top plane [29]. To isolate
he tip contribution from the observed hysteresis behavior, after
cquiring the field-dependent d𝐼∕d𝑉 signal on Cr2S3-2D, the
ame tip is used to measure a Co island on Cu(111) (inset of
igure 1g), which is a well-characterized ferromagnet with out-
f-plane easy axis [30]. The resulting curve exhibits a similar,
ut inverted butterfly-shaped hysteresis with abrupt jumps at
1.6 T (Figure 1g), corresponding to the magnetization switching
f the Co island. The gradual change originates from the field-
ependent spin polarization of the STM tip [30, 31]. The butterfly
hape is inverted due to the negative spin polarization of the Co
slands at the measurement bias [32].

fter removing the tip contribution by subtracting the slope
xtracted from the Co island hysteresis, the resulting field-
ependent d𝐼∕d𝑉 curve exhibits a square hysteresis (Figure 1h).
his result is consistent with long-range ferromagnetic ordering
ithin the top Crtop plane, and the abrupt change of d𝐼∕d𝑉 (in
igure 1f) signifies its reversal. The square shape obtained in
ur analysis indicates a dominant out-of-plane easy axis. This
dvanced Materials, 2026
is further corroborated by an unchanged d𝐼∕d𝑉 signal of the
in-plane field magnetization curve shown in Figure S4.

The switching field is exceptionally large compared to other
2D magnets. For a ferromagnet, such a large switching field
is indicative of a strong magnetic anisotropy. However, if the
ferromagnetic top Crtop plane would be antiferromagnetically
coupled to the bottom Crbottom plane, the large switching field
could reflect a small residual net magnetic moment to which the
external field couples only weakly.

2.2 A-Type Antiferromagnetic Ground State in
𝐂𝐫𝟐𝐒𝟑-2D

To determine the actual magnetic state, we performed XMCD
measurements on single-layer Cr2S3-2D. XMCD is able to probe
both top and bottom Cr planes with high sensitivity in total elec-
tron yield, which, in addition, allows element-specific detection.
The XMCD is obtained as the difference between the left (𝜇−) and
the right (𝜇+) circularly polarized x-ray absorption spectroscopy
(XAS) at the Cr L2,3 edges in normal incidence (NI, 𝜙 = 0◦)
(Figure 2) and grazing incidence (GI,𝜙= 70◦) (Figure S5) with the
field parallel to the incident beam. These geometries are sensitive
to out-of-plane and in-plane spin components, respectively. The
XAS exhibits the Cr L3 and Cr L2 peaks at 575.6 and 583.2 eV
with an overall shape consistent with the XAS of bulk chromium
sulfide [33]. An STM topograph of the exact sample measured by
XMCD is displayed in Figure S5a.

The XMCD spectrum in NI (Figure 2a) exhibits a small signal
at 6 T. Assuming the validity of XMCD sum rules [34, 35], the
estimated magnetic moment per Cr atom is ≤ 0.1 𝜇B at 6 T.
This small XMCD signal is consistent with field-induced spin
canting of an antiferromagnetic system. Moreover, the nearly
linear dependence of the XMCD intensity at the L3 edge ΔXMCD

on the applied magnetic field (Figure 2b) supports an antiferro-
magnetic ground state, in which the external field enhances the
spin canting.

At zero field, the XMCD signal almost vanishes (Figure 2a), but
not completely. Such a residual XMCD signal could indicate
uncompensated, magnetically correlated spins in Cr2S3-2D. A
remanent magnetic signal of all Cr atoms would imply a net
magnetic moment per atom ≲ 5 × 10−3 𝜇B at 0 T.

To further clarify the nature of magnetic coupling, we per-
formed temperature-dependent XMCD measurements for 𝐵 =
6 T (Figure S6). In Figure 2c, we represent ΔXMCD showing a
non-monotonic behavior with respect to temperature, reaching
a maximum around 160 K above which it decreases steadily.

These results are interpreted as follows: At 𝑇 < 𝑇N, strong inter-
plane exchange coupling enforces antiparallel alignment between
the Cr planes, thermal excitation progressively weakens this
coupling and enables the field-induced spin canting more easily,
resulting in an increase of the XMCD signal. As the temperature
approaches 𝑇N, spin fluctuations and spin flip give rise to a maxi-
mumXMCD signal, beyondwhich the signal decreases as the sys-
tem becomes paramagnetic. The observed non-monotonic behav-
ior thus reflects a typical temperature-dependent susceptibility
3 of 9
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FIGURE 2 XMCDof single-layerCr2S3-2D at normal incidence. (a) Upper panel: Cr L2,3 edges XAS of single-layerCr2S3-2D onGr/Ir(110) acquired
in total electron yield mode for positive (𝜇+) and negative (𝜇−) helicities at 3.5 K with 0 T and 6 T. Insets on the left and right show the zoom of the
Cr L3 edge and the measurement schematics, respectively. Lower panel: Resulting XMCD signal (𝜇− − 𝜇+). Inset shows 0 T XMCD signal multiplied
by a factor of 10. (b) Peak-to-peak span of XMCD Cr L3 edge (ΔXMCD) as a function of magnetic field at 3.5 K. (c) Temperature-dependent ΔXMCD of Cr
L3 edge with 6 T applied magnetic field. The ΔXMCD values are extracted in both field- and temperature-dependent variation from the values in photon
energy marked by lines in the XMCD panel of (a), corresponding to the minimum and maximum signal at the Cr L3 edge, and taking the difference (Δ)
between them.
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FIGURE 3 Size-dependent Cr2S3-2D island switching. (a–d) Aver-
age d𝐼∕d𝑉 (𝑉b = 100 mV, 𝐼t = 1 nA) as a function of magnetic field
(left) and STM topograph (𝑉b = 2 V, 𝐼t = 50 pA, 60 nm × 60 nm) of
corresponding island of measurement (right).
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f an AF, with a transition to a paramagnetic phase at a Néel
emperature 𝑇N ≈ 160 K. This Néel temperature is also identified
y x-ray magnetic linear dichroism signal, which drops to zero at
N (Figure S7).

he combination of the ferromagnetic response of the topmost
r plane observed by SP-STM (Figure 1) and the compen-
ated antiferromagnetic structure revealed by XMCD (Figure 2)
emonstrates that Cr2S3-2D is an A-type AF.

lthough antiferromagnetic order would ideally lead to zero net
agnetization, switching as observed in Figure 1 reveals that
magnetization reversal mechanism is available. A spin–flip

ransition is not expected, as the Zeeman energy (𝑔𝜇𝐵 ≈ 1.6meV
er Cr at 5 T) is much smaller than the interlayer exchange
nergy (51.8 meV per unit cell), obtained from DFT [22]. A more
easonable reversal mechanism is a rotation of the Néel vector
y 180◦. Switching may arise from uncompensated magnetic
oments, typically associated with surface, interface, or edge
toms, which couple to the applied field and induce rotation of
he Néel vector. To elucidate the origin of the SP-STM hysteresis,
e carry out measurements for different island sizes.

.3 Size-Dependent 𝐂𝐫𝟐𝐒𝟑-2D Island Switching

epresentative field-dependent d𝐼∕d𝑉 curves are presented in
igure 3a–d. The smallest island in Figure 3a exhibits a V-shaped
urve, Figure 3b–d displays butterfly-shaped d𝐼∕d𝑉(𝐵⟂) curves
s in Figure 1f. The switching field of the islands increases
onotonically with their size.

he V-shaped magnetization curve of Figure 3a signifies that
he switching field is zero (the topmost plane behaves like a
uperparamagnet) or close to zero. Thus, the hysteretic jump in
of 9 Advanced Materials, 2026
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FIGURE 4 Quantitative estimation of uncompensated moments and charge transfer from substrate. (a) Switching field 𝜇0𝐻sw and (b) energy
barrier (Δ𝐸) of islands as a function of island size. All data points are acquired with field-dependent d𝐼∕d𝑉 maps at 100 mV and 1 nA. Green data points
are extractedfrom the air stability measurement presented in Figure 5. Δ𝐸 is extracted from 𝜇0𝐻sw in (a) by using Equation (1). Violet and red lines in
(a) and (b) are fits based on Equation (1) assuming the uncompensated magnetic moment Δ𝜇 = 8 × 10−3 𝜇B per unit cell to stem from the difference in
the Cr atomic moments in the top Crtop and bottom Crbottom planes. Magenta and cyan dashed lines are obtained with smaller Δ𝜇 = 6 × 10−3 𝜇B and
larger Δ𝜇 = 1 × 10−2 𝜇B. (c) Charge density difference plot overlaid with ball model of the relaxed DFT geometries for Cr2S3-2D/Gr. Sphere colors: S:
yellow; Cr: blue; C: gray. Charge gain (loss) represented by blue (red). (d) Δ𝜇 as a function of distance between Gr and Cr2S3-2D, 𝑑Gr−Cr2S3

as indicated
in the inset.
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𝐼∕d𝑉(𝐵⟂) takes place at zero or close to zero field, that is, it
s absent.

he statistical analysis of over 35 islands (Figure 4a) identifies
monotonic increase of the switching field (𝜇0𝐻sw) with island
ize given by its number of Cr atoms (𝑁Cr) for islands larger
han 𝑁Cr ≈ 6000 atoms (300 nm2). Islands smaller than 𝑁Cr ≈

000 atoms (300 nm2) switch near or at zero field.

.4 The Mechanism of Néel Vector Switching

everal microscopic mechanisms could, in principle, contribute
o the field-induced switching of the top layer magnetization
s observed by STM, including antiferromagnetic domain-wall
otion, incomplete reversal of the magnetic state, or coherent
otation of the antiferromagnetic order parameter. Switching by
omain-wall motion or incomplete reversal would imply some
tochasticity with respect to location on an island, symmetry of
witching for negative and positive fields, island size, or STM
etpoint.However,magnitudes of switching fields andd𝐼∕d𝑉(𝐵⟂)

ignal do not depend on the tip location on an island (Figure S8),
re the same at positive and negative field (Figures 1 and 3),
nd behave monotonically with island size (Figure 4a) and set
oint (Figure S9). The absence of significant stochastic variations
n the switching behavior suggests a collective reversal of the
agnetic state, making coherent rotation of the Néel vector the
ost consistent interpretation of our observations.

o gain further insight into the reversal mechanism in Cr2S3-
D islands, we extract the energy barrier Δ𝐸 from the measured
witching fields 𝜇0𝐻sw . In an antiferromagnetic particle, the
dvanced Materials, 2026
dominant contribution to Δ𝐸 for a coherent rotation of the
Néel vector 𝐋 = 𝐦Crtop

−𝐦Crbottom
originates from the anisotropy

of all Cr atoms, while the applied field couples to a small
uncompensated magnetic moment 𝜇𝑢. Here, 𝐦Crtop

and 𝐦Crbottom

are the total magnetic moments of the two Cr sublattices.

Thermal fluctuations assist the system in overcoming Δ𝐸; evi-
dence for this statement is that lowering the temperature from
4.2 to 1.7 K increases the switching field (Figure S11). For the
case of an uniaxial anisotropy and magnetization reversal, that
is, switching of the Néel vector 𝐋 by 180◦ at a temperature 𝑇, the
relation between the 𝜇0𝐻sw and Δ𝐸 for a measurement time 𝑡meas

is given by a Sharrock-type expression [36],

𝜇0𝐻sw = 2Δ𝐸

𝜇𝑢

[
1 −

(
𝑘𝐵𝑇

Δ𝐸
ln

(
𝑡meas

𝜏0

))1∕2
]
, (1)

where 𝑘B is the Boltzmann constant and 𝜏0 is the attempt time.
In our analysis, we use a typical value of 𝜏0 = 10−10 s for the
attempt time [37] and 𝑡meas = 100 s, corresponding to the duration
of the measurement.

To model the total uncompensated magnetic moment 𝜇𝑢 in
Equation (1), we assume a difference Δ𝜇 = 𝜇Crtop

− 𝜇Crbottom
in the

atomic magnetic moments of the two Cr atom planes leading to
𝜇𝑢 = 1∕2𝑁CrΔ𝜇 with 𝑁Cr being the total number of Cr atoms in
an island (1∕2𝑁Cr in each Cr plane). Assuming a single value Δ𝜇,
Equation (1) is solved for each island size characterized by 𝑁Cr.
Figure 4b shows the energy barrierΔ𝐸(𝑁Cr) forΔ𝜇 = 8 × 10−3 𝜇B.
The data points lie along a linear Δ𝐸 dependence on 𝑁Cr. This
behavior is consistent with an effective Stoner–Wohlfarth-type
5 of 9
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escription of the antiferromagnetic energy barrier, in which the
nergy barrier is given by Δ𝐸 = 𝐾𝑁Cr, where 𝐾 is the effective
nisotropy energy per Cr atom. The red line in Figure 4b is
linear fit through the data points with the slope being 𝐾 =
.3 𝜇 eV/Cr atom. Replacing in Equation (1) Δ𝐸 by 𝐾𝑁Cr and
sing 𝜇𝑢 = 1∕2𝑁CrΔ𝜇, we predict the functional dependence
sw(𝑁Cr) shown as violet line in Figure 4a. It is evident that
he choice of Δ𝜇 = 8 × 10−3 𝜇B provides a decent fit to the
xperimental data. Smaller (Δ𝜇 = 6 × 10−3 𝜇B, magenta dashed
ine) and larger (Δ𝜇 = 1 × 10−2 𝜇B, cyan dashed line) values of
𝜇 provide inferior fits. We emphasize that Δ𝜇 is the only
it parameter in the entire procedure defining 𝜇𝑢, Δ𝐸,𝐾, and
sw(𝑁Cr). Recalculating Δ𝜇 into a fictitious effective magnetic
oment per Cr atom yields a value of 4 × 10−3 𝜇B per atom,which
s consistent with our rough estimate from XMCD at 0 T. As an
lternativemodel for 𝜇𝑢 in Equation (1), we tested the assumption
hat it stems from the uncompensated spins of the Cr island edge
toms and assigned to each edge atom a magnetic moment 𝜇𝑒.
s documented by Figure S11, this model is clearly worse than
he one of Figure 4. Edge effects are not dominant for switching
f islands.

nterface-induced magnetic effects are well established and
nclude phenomena such as proximity-induced magnetization,
pin–orbit coupling driven surface and interface effects, andmag-
etism arising from charge transfer [38]. The latter is well known
or oxide superlattices [39, 40]. In 2D heterostructures, charge
ransfer has also been shown to modify interplane exchange
nteractions [41]. ForCr2S3-2D, charge transfer from the substrate
s inferred from the fact that ab initio calculations consistently
how freestanding Cr2S3 to be semiconducting [22–25], whereas
hen grown on Gr/Ir(110), it is metallic [22]. The electron
ransfer from the substrate into the Cr2S3-2D conduction band
s accompanied by the formation of an interface dipole, which
riginates from vacuum level alignment [22].

he charge transfer from Gr to Cr2S3-2D and the resulting
mbalance in the magnetic moments are captured by DFT
alculations. We employed a DFT supercell (Figure S12) of a 5 × 5

r2S3-2D layer matching a 7 × 7 Gr layer almost free of strain.
pon structural relaxation, the interlayer distance converges to
Gr−Cr2S3

= 3.53Å. At this separation, charge transfer occurs from
r to Cr2S3-2D, leading to charge accumulation at the bottom S
lane, and a corresponding depletion on the Gr side, as illustrated
n Figure 4c. Without Gr (i.e., freestanding Cr2S3-2D), we find an
veragemagneticmoment of 2.79𝜇B perCr atom in eachCr plane.
owever, with Gr underneath, because the interfacial charge
edistributionmodifies the occupation of the spin-polarized states
n Cr2S3-2D, the average magnetic moment in the bottom Crbottom
lane decreases to 2.77 𝜇B per Cr atom, while the top Crtop
lane exhibits a magnetic moment of 2.80 𝜇B (Figure S12). The
mall imbalance Δ𝜇 = 0.03 𝜇B per unit cell (Δ𝜇 = 0.015 𝜇B/Cr)
grees qualitatively with the estimate Δ𝜇 = 0.008 𝜇B per unit
ell (Δ𝜇 = 0.004 𝜇B/Cr) based on our model. The quantitative
iscrepancy is not unexpected, as the DFT calculations do not
xplicitly include the Ir substrate, and the effective moment
ntering the Sharrock analysis may differ from the static local
oment obtained from DFT due to dynamical and screening
ffects. Increasing the distance between Gr and Cr2S3-2D reduces
𝜇, restoring the magnetic moments to values close to those of
reestanding Cr2S3-2D.
of 9
Taking a closer look at the fit curve in Figure 4a, we find that not
only the size dependence of 𝜇0𝐻sw but also the onset of switching
at a finite island size is well reproduced. Small islands are not in
a blocked state, because 𝑇 >

𝐾𝑁

25𝑘B
[42].

An additional observation is that the switching behavior exhibits
a dependence on the tunneling set point during spectroscopy
mapping (Figure S9). Variation of the tunneling set point changes
the tip electric field, the Joule heating, or even the spin transfer
torque. Irrespective of the precise origin, the effect on the 𝜇0𝐻sw

collection in Figure 4a is minor since all the measurements were
at 1 nA and extrapolating to zero current yields a less than 4%
larger switching field, still within the measurement error bars.
However, a large current of 7 nA decreases the switching field by
nearly 1 T (Figure S9), providing an alternative route to control
the Néel vector switching with lower fields.

Our analysis suggests that the Cr2S3-2D islands can be regarded
as an effective ferrimagnetic system, in which the top and bottom
Cr plane sublattices have a slight difference inmagnetic moment,
actively driving the reversal process.While responding to the field
via the Zeeman term, the uncompensated moments allow a field-
driven rotation of the Néel vector 𝐋 by 180◦. Because SP-STM is
a surface-sensitive technique, an inversion of the 𝐋 in this A-type
AF is readily detected through the change of magnetization in
the top Crtop plane as in Figures 1 and 3. This picture provides a
first-order description that captures the key features of thermally
activated Néel vector reversal.

2.5 Magnetic Order in 𝐂𝐫𝟐𝐒𝟑-2D is Air-Stable

To examine the robustness of the new 2D antiferromagnet, we
exposed the sample to ambient conditions for 2 days. The STM
image of Figure 5a acquired after reintroducing the sample
to ultrahigh vacuum (UHV) without any additional treatment
shows intact Cr2S3-2D islands with preserved morphology. How-
ever, adsorbates are present on both graphene and Cr2S3-2D,
impairing SP-STM measurements. To remove these adsorbates,
the sample is briefly annealed to 600 K in UHV. As shown in
Figure 5b,while adsorbates remain at edges and grain boundaries,
they desorb from the island area and leave its surface largely
clean. Subsequent d𝐼∕d𝑉(𝐵⟂) measurements (Figure 5c) repro-
duce the characteristic hysteresis observed prior to air exposure.
The inset of Figure 5c displays the measured island containing
≈ 11000Cr atoms. The 𝜇0𝐻sw(𝑁Cr) data point is plotted as a green
dot in Figure 4. It fits to the trend demonstrating that exposure
to air does not significantly affect switching. The persistence of
the hysteresis confirms that the magnetic ground state of single-
layer Cr2S3-2D remains unchanged after prolonged exposure to
ambient conditions.

3 Conclusions

In summary, small Cr2S3-2D islands display unblocked behavior
in SP-STM at 4.2 K, and above a size of 6 × 103 Cr atoms
islands exhibit a clear hysteresis. XMCD at 3.5 K and the Cr L2,3

edges exhibit only a small signal for 6 T, of which only a small
fraction is left at remanence (0 T). The overall XMCD response
shows a linear dependence on the external magnetic field and
Advanced Materials, 2026
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FIGURE 5 Air stability of single-layerCr2S3-2D. (a) STM topograph
(𝑉b = 2 V, 𝐼t = 50 pA, 120 nm × 120 nm) of Cr2S3-2D on Gr/Ir(110) taken
after exposure to air for 2 days and subsequent reintroduction to UHV
without any additional treatment. (b) STM topograph (𝑉b = 1 V, 𝐼t =
50 pA, 120 nm × 120 nm) of the same sample after annealing at 600 K
for 60 s. (c) Averaged d𝐼∕d𝑉 signal as a function of magnetic field. Inset
shows the STM topograph (𝑉b = 2 V, 𝐼t = 50 pA, 50 nm × 50 nm) of the
island (white square) where field dependence d𝐼∕d𝑉 measurements are
carried out.
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non-monotonic temperature dependence, aligning with nearly
ompensated antiferromagnetic order and an ordering tempera-
ure of about 160 K. Exposure of Cr2S3-2D to the ambient does
ot change its magnetic response. Thus, Cr2S3-2D is an air-stable
ingle-layer A-type AF with a Néel temperature of 160 K.

sing a Sharrock-type expression for the dependence of the
witching field on the effective island moment and the energy
arrier for 180◦ Néel vector rotation, quantitative agreement with
he experimental data is obtained for a tiny imbalance in top
nd bottom plane Cr atom moments. According to our DFT
alculations, the origin of the imbalance in magnetic moments
s a charge transfer from the graphene substrate primarily to the
ottom Crbottom atom plane of Cr2S3-2D.

ur research implies that for a fixed external magnetic field the
éel vector in Cr2S3-2D can be controlled by gates. A promising
evice architecture would be a Cr2S3-2D/Gr heterostructure
ncapsulated in h-BN. In this configuration, electrostatic gat-
ng could modulate the graphene-to-Cr2S3-2D charge transfer,
nalogous to the STM-tip-induced tuning shown in Figure S9,
hereby providing direct control over the Néel-vector switching
haracteristics. Being air stable and transferable, only bound by
an der Waals forces to Gr, Cr2S3-2D possesses the essential
roperties for electrical switching, paving the way for future
evice-oriented experiments.
dvanced Materials, 2026
4 Experimental Section

4.1 Sample Preparation

Cr2S3-2D on Gr/Ir(110) is grown in Cologne in an UHV chamber
(base pressure = 1 × 10−10 mbar), enabling UHV transfer into the
SP-STM system. To grow Gr on Ir(110), it is first cleaned and
prepared in its unreconstructed state using cycles of 1 keV Ar

+

sputtering, flash annealing to 1510 K, and subsequent cooling to
400 K in 1 × 10−7 mbar oxygen pressure. Afterward, Ir(110) is
heated to 1510 K and then exposed to 3 × 10−7 mbar ethylene
for 240 s resulting in single crystal Gr on Ir(110) [43]. To grow
single-layer Cr2S3-2D, Gr/Ir(110) is exposed to a Cr flux of 5 ×
1016 atomsm−2 s−1 from an e-beam evaporator for 300 s in a sulfur
background pressure of 5 × 10−8 mbar measured by a distant
ion gauge. The S pressure is obtained by decomposing pyrite
(FeS2) in aKnudsen cell. After growth, the sample is subsequently
annealed at 850 K for 300 s in the presence of a S background
pressure of 5 × 10−8 mbar [22].

4.2 STM and SP-STMMeasurements

STM measurements are performed at 4.2 K. Constant-current
topographies and d𝐼∕d𝑉 maps were recorded with sample
bias 𝑉b and tunneling current 𝐼t, as detailed in the respective
figure captions. The lock-in technique with a modulation voltage
of 20 mV at 667 Hz is used to record the d𝐼∕d𝑉 maps. The
average d𝐼∕d𝑉 value from the d𝐼∕d𝑉 maps is extracted by using
Gwyddion software [44]. Spin-polarized STM tips are obtained
by dipping a clean tungsten tip into a Cr2S3-2D island, followed
by subsequent bias pulsing on Gr/Ir(110) areas. In between
measurements the magnetic contrast of the tips were checked
on bilayer Fe nanoisland on Cu(111), as exemplified in Figure S2,
where it provides the expected helical magnetic order in the Fe
island [45].

4.3 XMCDMeasurements

XMCDmeasurements were performed at the BOREAS beamline
at ALBA Synchrotron with the collaboration of ALBA staff [46].
The XMCDmeasurements were performed in total electron yield
(TEY) mode, measuring the sample drain current to ground. The
signal was normalized to the incoming photon flux measured
as the drain current signal on a frshly evaporated gold mesh
placed between the last optical element and the sample. The
TEY signal surface sensitivity is determined by the secondary
electron escape depth and is of the order of several nanometers
in the Cr L2,3 energy range. The samples were transported
from Cologne to Barcelona, either stored in a UHV suitcase
(5 × 10−10 mbar) or an Ar-filled container. In both cases, the
samples were mounted to XMCD sample holders in an Ar glove
box directly connected to the XMCD UHV chamber. Finally,
prior to XMCD measurements, the samples were annealed to
600 K in 5 × 10−8 mbar S for 300 s in a UHV preparation
chamber directly connected to the XMCD facility. The XMCD
results obtained did not depend on the method of sample
transport.
7 of 9
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.4 DFT Calculations

he energetics and magnetic properties of all considered sys-
ems were investigated using spin-polarized density functional
heory (DFT) as implemented in the VASP code [47, 48].
ll the calculations were performed using the Perdew–Burke–
rnzerhof exchange-correlation functional [49]. A plane-wave
ut-off energy of 500 eV and force tolerance of 0.01 eV/Å
ere set for geometry optimization. Van der Waals interactions
ere included using the DFT-D2 method proposed by Grimme
50]. A vacuum space of approximately 30 Å was introduced
long the non-periodic direction to avoid interactions between
eriodic images. The Cr2S3-2D on graphene heterostructure was
onstructed by using an interface consisting of (5 × 5) unit cells
f Cr2S3-2D and (7 × 7) unit cells of graphene, corresponding
o a lattice mismatch of only 0.23%. The Brillouin zone of the
upercells was sampled using 4 × 4 k-points mesh. Charge
ransfer from graphene to Cr2S3-2D was calculated as follows:

Δ𝜌(𝑧) = 𝜌hetero(𝑧) − [𝜌graphene(𝑧) + 𝜌Cr2S3
(𝑧)], (2)

here 𝜌hetero is the charge density of the heterostructure, 𝜌graphene

epresents the charge density of isolated graphene, and 𝜌Cr2S3

enotes the charge density of Cr2S3-2D. The charge density
ifference was visualized using the VESTA package [51].
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